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STABILIZED PERMEABLE BASE
FIELD SECTION 302

302.1 SCOPE. To establish procedures for mix design of stabilized permeable base. Ingredients for use in
stabilized permeable base are to be inspected in accordance with the applicable sections of this Manual.

302.2 PROCEDURE.

302.2.1 Asphalt Stabilized Permeable Base. Mix design procedures are identical to those shown in
Field Sec 301 of this Manual.

302.2.2 Cement Stabilized Permeable Base. Proportioning, mixing, and transporting are to be in
accordance with the applicable requirements of Standard Specification Section 501.
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